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ABN: 37 929 679 095 Ref. 18084-CC04 

Asbestos Clearance Certificate 
 

Date of inspection: 13 December 2018 
 

Certificate number: 18084-CC04 
 

Site address: 771 Cudgen Road, Cudgen NSW. (Lot 11 DP 1246853) 
 

Asbestos removal area: 
 
 

 
 

Farm Dump. The removal area is depicted in RED in 
the location photograph below left. 
 

 
 

Description: 
 
 
 
Name of removalist: 

This is a visual clearance following the assessment of 
fibrous cement sheeting mixed with other wastes in the 
Farm Dump at 771 Cudgen Road, Cudgen NSW. 
 
Tweed Coast Demolition & Excavations (TCDE) Pty Ltd 
 
 

Name of assessor: 

 
 

Clearance statement: 
 
 
 
 
Special conditions 
(leave blank if none) 

The fibrous cement sheeting observed in the farm 
dump does not contain asbestos.  At the time of the 
inspection there was no other potential asbestos in the 
area depicted above. 
 
Fibrous cement sheeting samples ASF100 and ASF200 
tested by the laboratory did not contain asbestos (lab 
report attached, ref ESP, J40041. 

 



 

 

NATA Accredited Laboratory 
Accredited for compliance with ISO/IEC-17025 - Testing 

A division of Enviro-Net Australia Pty. Ltd. 
ABN 39 067 499 389  ACN 067 499 389  NATA Reg. 3110 

www.environet.com.au 
Email: esp@esplabs.com.au 

 
Melbourne Laboratory 

Unit 2/2B Parker Street 
 Footscray, Victoria 3011 

Ph: (03) 9688 8000   
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ASBESTOS IDENTIFICATION REPORT 
 

Date: 20 December 2018 

ESP Job Number: J40041 

Customer: Cavvanba Consulting 

Address: Unit 1/66 Centennial Circuit, Byron Bay, NSW 

Attention: Glen Chisnall 

Sampled From: As received (Your ref: 18084, Cudgen Road) 

Sampled By: As received  

Date Received: 20 December 2018 

Date Analysed: 20 December 2018 

Test Method: Qualitative identification of asbestos types in bulk samples by polarised light microscopy, including 
dispersion staining and trace analysis, with a calculated practical detection limit of 0.01 %, using 
methodology in accordance with AS 4964 and ESP in-house Method No. 2. 

 

ESP Lab No. Sample location (if provided) and sample description Result Notes 
    
E65393 1: ASF100 – Fibro cement material (130 x 90 x 4 mm) 

 
No asbestos detected                                                  
Organic fibre detected 

 

- 

E65394 2: ASF200 – Fibro cement material (110 x 60 x 4 mm) 
 

No asbestos detected                                                  
Organic fibre detected 

 

- 

    

The results contained in this report relate only to the sample(s) submitted for testing. ESP Environmental & Safety Professionals 
accepts no responsibility for the representivity of the sample(s) submitted. 
 

 

 

 

 

 
 

Approved Identifier: Trent Elms 
Approved Signatory: Trent Elms 

 


